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1. A Novel Method for Increasing Thermal Conductivity and Hardness of
Treated Polymethyl Methacrylate Powder by Microwave Irradiation.

2. Evaluation the biological effect of adding Aluminum Oxide, Silver
nanoparticles into microwave treated PMMA powder.

3. The Effect of Adding Metallic Nano Fillers on Flexural Strength of Heat
Cure Acrylic Resin Treated by Microwave

4. Evaluation of the Effect of Essential Oils on Microbial Biofilm on Denture
Base Surface



